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Stone 
 

 
Material 

 

Unit Weights 
#/ft3 #/yd3

#8 Stone 98.0 2646.0 
#57 Stone 103.0 2781.0 

GABC 138.1 3728.7 
Millings 121.2 3272.4 

Crushed Concrete 118.5 3199.5 
R-4 120.0 3240.0 
R-5 110.0 2970.0 
R-6 100.0 2700.0 
R-7 90.0 2430.0 

 
Soil 

 

A,C,F Borrow 113.0 3050.0 
B Borrow 105.5 2848.0 
Topsoil 90.0 2430.0 

 


